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[ . ue:
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[ DUHAI INDL. AREA, GHAZIABAD. 9k Qrder: M-28860 S
’ UTTAR PRADESH-201206 Dt. of Receipt:
‘ 03-Oct-2025
Description : ,
| SAMPLE OF EARTH ENHANCEMENT COMPOUND WAS RECEIVED FOR TESTING.
s.No. COMPOSITION TEST RESULTS
1. “CARBON CONTENT (GRAPHITE) 50.90 %
2. ALUMINIUM SILICATE 10.25 %
3, CEMENT 20.30 %
a. SILICA (as Si02) 12.20%
5. ~ REMAINDER'S OTHER BALANCE

*hkkkkkkkkk End Of Report *hkkkkk

Verified by
Note:

(i) Samples are not drawn by us. 7 ®
(i) Description of sample is as provided by the party & total liability of our-work-isTimited to Invoice Amount.
(
(

iii) TestiSampies will be disposed after 30 days of receipt.

iv) This|report cannot be used as an evidence in a court of law without written approval of the lab.

(v) Phoiocopy without authentication is not valid.

(vii) Please look for our Hologram sticker for genuine report.

Facilities Available: $pectro/Wet Analysis, Mechanical Test, Impact Test, IGC, RoHS, Hardness (Rockwell,Vickers Brinell), Microstructure,
Macrostructure, Salt Spray Test, Cupping, Nickel/Lead Free test in Handicrafts, Plating & Coating Thickness, Surface Roughness Tester,
Paint & Water Testing, ID of PVC, Nylon, Plastics, Rubber, Bakelite, PMI & Ultrasonic testing available.
Recognised by RDSO, RITES LTD., AIR FORCE, DGQA, ONGC, DMRC Army Base Workshop Ordnance Depots & Other Govt. Agencies
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